NYU Crown Fatigue Study

Mouth Motion Fatigue and Durability Study

Petra C Guess*, Ricardo Zavanelli+, Nelson Silva and Van P Thompson, NYU
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IPS e.max ZirCAD/Ceram
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Crack Chip Fracture

Failure @ 300 N 60 K cycles Failure @ 200 N 60 K cycles
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